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( 20. Abstract (Continued)

Eight crystals have been grown over the 1000°C to 1300~C tempe rature range
to determine the Si-In solidus curve ~~h.,&.jnaximum solubility of indium in
silicon was determined to becj~~ ç 10’°/cm ~i from these measurements.

The peak absorption coefficient due to tJ~e indium was found to be ~8-2~~~~~ in
the crystal grown at 1300°C . Effective !~mass”like spectra due to shallower
acceptors in both indium and aluminum-doped silicon have been observed for
the first  t ime.  The spectra corresponds to the indium: X defect at 112.8
meV and to the alu minu m: X defect at 56.3 meV. Deep level transient capaci-
tance spectroscopy (DLTS) has been used to measure the trapping parameters
of ind ium acceptors. The capture cross section by the indiu m
centers has been determined to be greater than 0 13cm 2 t 65K from these
measurements.
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I
I SUMMARY

The objectives of this program are to obtain a better understanding of the properties of indium acceptors
in silicon and to develop a new growth procedure which will yield better quality material than is possible
with conventional melt-growth techniques.

During this program we have demonstrated the feasibility of growing indium-doped silicon by the
gradient-transport solution growth process. Eight crystals have been grown over the 1000°C to 1300°C
temperature range to determine the Si-In solidus curve. The maximum solubility of indium in silicon was
determined to be l.6x10’8/cm3 from these measurements. Optical absorption measurements have been
used as the principal evaluation method to monitor the indium , indium:X, oxygen, carbon , and boron
concentrations in the crystals.

The peak absorption coefficient due to the indium was found to be 82 cm-’ in the crystal grown at 1300°C.
The absorption coefficient is the only unambiguous method for evaluating the crystals, since it is not sub-
ject to interpretive models and it provides the information required to determine the quantum efficiency
of a photoconductor directly. Effective mass-like spectra due to shallower acceptors in both indium and
aluminum-doped silicon have been observed for the first time. The spectra corresponds to the indium:X
defect at 112.8 meV and to the aluminum:X defect at 56.3 meV. The aluminum:X defect is being studied

I in this program since it is believed to have the same origin as the indium:X defect and is experimentally
easier to observe and measure. Deep level transient capacitance spectroscopy (DLTS) has been used to

I measure the trapping parameters of indium acceptors. The capture cross section for holes by the indium
centers has been determined to be greater than 10 ’5cm’ at 65K from these measurements,

A paper entitled “Infrared Spectra of New Acceptor Levels in Indium- or Aluminum-Doped Silicon” has
been submitted for publication.
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SECTION 1
INTRODU CT ION

There is need for improvement in the performance/cost ratio capabilities of infrared detection systems.
The need is especially great for Army applications. A promising approach toward satisfying this require-
ment is the development of high-performance infrared focal planes, consisting of integrated sensors com-
bining detector arrays and signal-processing electronics. The most desirable focal plane would consist of a
detector array and electronics fully integrated as a monolithic sensor.

Recently, indium-doped silicon has been investigated as an extrinsic detector material for use in ad-
vanced infrared imaging systems. A number of problems have arisen with this material , notably with the
uniformity of the crystals and the temperature of operation of the device.

Present growth techniques are not adequate to produce the high quality material necessary for extrinsic
detectors. Czochralski-grown material suffers from resistivity striations, swirl defects , and excessive
amounts of unwanted impurities such as B and C. Float-zoned crystals can be made more uniform and
with lower concentrations of residual impurities ; however, the indium-doping level is inadequate for high

- 

quantum eff ic iency photoconductors because of the kw segregation coefficient of indium.

Problems with the low operating temperature of indium-doped silicon detectors have been attributed to a
shallow X defect level associated , in some way, with indium. Observation of this X defect level has relied
on complex computer fitting of Hall measurements, but has eluded other types of measurements. We
have now been able to directly observe this defect with infrared absorbance measurements. An anomalous
shallower defect has also been observed in aluminum-doped silicon , indicating that this may be a prob-
lem characteristic of all the Group lIlA acceptors in silicon.

The purpose of’ this program is to determine the origin and limitations of the shallow acceptor levels
associated with indium and other Group lilA acceptors in silicon. The specific objectives are two-fold:

( a )  to develop a better understanding of indium acceptors in silicon , and
(b ) to develop a new growth process which can produce better quality indium-doped silicon for photo-

- 
conductors than is achievable by Czochralski growth .

The major milestones which we have been working toward during this portion of the contract have been
to:

(a ) determine the maximum solubility of indium in silicon
• (b) determine the recombination coefficient for indium acceptors , and

• (c) determine the origin of the X defect in indium-doped silicon.

- - -----. —•-—-—~~~~ ‘~S.-~~_-- - - . •- - ---— ——,-
~~~~~~~
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SECTION 2
EXPERIMENTAL PROCEDURES

2.1 SOLUTION GROWTH

A schematic illustration of the growth apparatus which was originally used is shown in Figure 1. It con-
sists of a flat-bottomed quartz tube in which was placed a single crystal silicon seed, high purity (6N)
indium , and a high purity silicon source in the relative positions shown in Figure 1. A tubular quartz
spacead to hold the silicon seed in place during the growth and prevent it from buoying to the sur-
face of the liquid indium. The apparatus is placed in a furnace with a uniform temperature profile and a
temperature difference is established between the silicon source, at temperature TH, and the substrate,
at temperature TL, by a flow of air directed at the flat bottom of the ampul. The temperature of the sili-
con seed is maintained approximately 50°C colder than the source temperature throughout the growth
process.

SOLUTION GROWTH OF S1 ( m l

Quart z Ampoule

Quart z Spacer

Si Source

~~~ 1

I.- Ii5O c 1

In

Si Seed

I— 1050 c I

Figure 1. Schematic of Solution Growth Apparatus

2
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The temperature difference between source and substrate was determined by calibrating the system using

a Pt-Pt (3h) thermocouple. The capsule was loaded with the usual amount of indium and a standard

substrate. A quartz tube containing the thermocouple was inserted into the indium to be in contact with

the substrate. The apparatus was brought up to temperature, and the temperature profile in the indium

measured. The profile was measured with the gas flow rate a parameter in order to obtain any desired

temperature difference across the indium column. The flow required to maintain a 50°C temperature

difference was determined in this way. The repeatability of the temperature setting was estimated at

about ±5°C from these measurements.

Modifications and variations in the basic growth apparatus occurred during the course of the contract.

Most importantl y, we have eliminated the quartz spacer from the ampul. It was determined that the ma-

j or source ot boron contamination in the solution-grown crystals came from the ends of the spacer. The

seed cou ld be held in place by putting dents in the ampul wall. Also, an open tube system with an argon

atmosp here was used at the higher temperatures to prevent collapsing of the ampul.

2,2 HALL MEASUREMENTS

Ha il measurements were made in a dc mode at a field of 8KG. The system uses a Janis Model 8DT

researc h dewar which can be cooled to liquid He temperatures. The sample temperature can be controlled

to U .1°K with a Lakeshore Cryotronics DT-500 temperature controller. The system can measure either

brid ge-type ur van der !‘au w configurati on samples up to a resistance of 10° ohms, but only bridge-type

c( inhi g ( lr a t ions up to 10 ohms.

The samp les were all made in a bridge configuration using evaporated aluminum as the contact. The

contact wa~ anni’aled at 750°C for 45 m m in hydrogen to alloy the aluminum . Contact to the aluminum

was made with  u ltra - son i ca lly soldered indium.

2.3 OPTICAL MEASUREMEN TS

The procedures used are exp lained in the publication presented in Appendix B.

2. -I DLTS SYSTEM

The DLTS technique measures the effect traps have on the transient capacitance of a sample diode after

a vo ltage pulse. A bloc k dia gra mn of the apparatus is shown in Figure 2. The major parts of the apparatus

inc lude a dewar capable of vary ing the tempe rature fro m 4 to 400K, electronics kr app lying a bias and

sharp vo ltage pulses to the samp le , a fast capac itance bridge for measuring the transient effects , and a

doub le box-car which measures the amp litude and time constant for each transient component. 
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Figure 2. Block Diagram of the DLTS Apparatus

2.5 JUNCTION FABRICATION

The sample is a diode made by diffusing boron and phosphorous into an indium-doped crystal. The stru-
cture is shown in Figure 3. The boron and phosphorous provide free carriers which can be trapped on the
indium centers. The capacitance of the reverse biased diode provides the effect which is used to study this
trapping.

Al

L~77 ,J .
~~

— Si 0 2\.j ~+_~J
p ‘—DOPED Si

:
1

Figure 3. The structure of test diodes used to study indium trappi ng by the - I
DLTS technique. The concentrationsa are Np >> NB >  Nit.

4 3
I

— -~~~~~ .,- - - . ,- 
~~~~~~~~~~~~~~~~~ 

- -- 
~~~~~~~~~ ~~~~~~~~~~~~~~~~ -- —



SECTION 3
RESULTS AND DISCUSSION

3.1 GRADIENT TRANSPORT SOLUTION GROW TH

3.1.1 Description of Process

The sequence of events leading to the growth of indium-doped silicon is basically the following. When the
ampule shown in Figure 1 is brought up to temperature , silicon is dissolved into the indium at both the
top (source) and bottom (substrate). The solubility limit of silicon at the top is CH (expressed in ap-
propriate un its) and at the bottom is CL, with CH > CL because of the higher temperature at the top. As
a resu lt , the indium in contact with the silicon at the top will be doped to a concentration of CH with sili-
con , and the bottom layer will be doped to a concentration of CL with silicon. Because of the concentra-
tion gradients of si licon in the indium , silicon will diffuse away from both the source and substrate,

- - dissolving these two crystals. At some time after the start of this process, the concentration gradient will
drive the silicon in the direction of the substrate everywhere in the melt , and the substrate will cea~-e
dissolving in the indium. Since the silicon concentration at the liquid-solid interface is at the solubility
li m it , any silicon transporting to the substrate will preci pitate on the substrate. The material grown in
t his way will contain the maximum amount of indium possible (i.e., the solubility limit of indium) at the
tem perature TL.

3.1.2 Theory

i’his section present s a more precise t rea tment  of the growth process , inc luding the relevant parameters
and a mathemat ica l  model of the diffusion process. Exact solution of the diffusion equation is possible ,
from w hich various parameters (such as the average growth rate ) can be computed.

‘I’he transport of silic on to the  subst rate is governed by the usual diffusion equation

(1)

where (~~~j is the  concentration of silicon in the melt and D is the diffusion coefficient in the melt.

$ 

I
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The boundary conditions we have to solve equation (1) are:

C5~(x ,t) = C0 at x = 0 (source)

Csi(x , t )  = C1 at x = ( (substrate)

Cs~(x ,o) = 0 initially. 
-

In this form we l?ave assumed the origin to be at the source, a column of length 1, and no silicon in the
melt to begin with4. In addition we have assumed the problem to be one dimensional and that the finite
size of the source, substrate, and quartz apparatus has no effect. We also assume that the source and sub-
strate surfaces remain fixed relative to each other during the growth, which is not strictly true in the
procedure we use.

The diffusion equation with the above boundary conditions has the solution :

csi
(X , 0 = (‘

~~ 
- (C

~~
CL ) 

~~ 
+-

~~ 

z~ C L COSITt17~ C
O sin .

~i? e
m2

~
2t)t~~

2 (2)

Examining equation (2) it is clear that as t —~~~~~~, the concentration approaches a linear variation with x,

i. e.,

C(x , t -* ~) = C0 - (C~ - C t )
~~ 

(3)

which is expected in the steady state. Except for small times, only the first term in the sum is important.
Therefore , the equation can be approximated by:

C~ j(x . t)  = C0 - (C - C~
) 

~ 
- ~-(C 0 + C L ) sin ~~ e Y (4)

where y~~~ —~~

The concentration profiles of silicon in the indium are shown in Figure 4 for times of 1, 3, and 6 hours after
the start of growth. The conditions used in the figure were TH = 1050°C, TL = 1000°C, and a length 1 = 3
cm. After 6 hours the concentration gradient drives the material toward the substrate, and growth
begins.

6
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-

DISTANCE (cm)

Figure 4. Concentration Profile of Silicon in the Indium Solution at Various
Times for a Capsule at 1050°C Source Temperature

The solubility of silicon in indium (i.e., the Si-In liquidus curve) has to be known in order to calculate
these profiles. This information was obtained from the literature and is presented in Appendix A of this
report.

The following sections present some of the relevant parameters , such as time to start growth and the aver-
age growth rate , in analytic form.

The crystal begins growing on the substrate when the mass transport is in the direction of the substrate
everywhere in the ampul ; i.e., when

d
~ Si < O a t x = L

This condition is satisfied when

e~~ N 2(C:+ C t)

7
; 1’
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The time before indium-doped silicon starts to grow on the substrate is:

~ 
C Q~~ C~ ) 

(5)tG 2  ‘~‘ 2(C0 + C~)

The time turn s out to be in the range 5.7 - 5.9 hours, and is practically independent of temperature up to a
growth temperature of 1200°C. By 1300°C, this time drops to about 3.2 hours.

The average growth rate can be computed from the steady state conditions given in equation (3) and the
condition

~C.
J - D

x ’L

where J is the particle current in moles/cm 2 sec, and Cs~ is the silicon concentration in moles/cm
3.

The growth rate at the substrate is given by

M . -

V(cm / sec)  = j  S0 Si

where M Si is the molar weight of silicon ,

~Si is the density of the silicon crystal.

Using equation (3), the average (or steady state) growth rate, this can be written: -

M ( C -C )
V(c m/ sec)  = + D — ~~ - 

(6)
~Si

The average growth rate depends on the concentration gradient in the indium and the diffusion rate of sit-
icon through the indium. In order to characterize the growth process completely, we need to know only
two parameters:

(a ) the diffusion coefficient , D, and
(b i the Si-In li quidus.

As mentioned previously, the Si-In liquidus curve used in the calculations is included in Appendix B. - ‘

The diffusion coefficient in liquid indium has been measured up to iooo°c.(1) The diffusion coefficient is
given by the expression

8 

‘ .-~~~~~~~ 
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F
L

D = 3 x io~ exp ~< 2 5  kca
j~4,mo1e)cm 2 / sec

Over the temp erature range of interest in our growth experiment s (1000°C to 1350°C) this variation is
relatively small. For convenience we use the value lxlO 4cm2/sec, which is approximately the upp er limit
for D in this temperature range.

3.1.3 Comparison with Experiment

The predicted growth rates are shown in Figure 5 as a function of the growth temperature. The tempera-
( ture difference between source and substrate was assumed to be 50°C at all growth temperatures, and the

spacing was 3 cm. The growth rate increases dramatically with increasing growth temperature up to
about 1300°C. Referring to the liquidus curve in Appendix A, one can see that dC/dT is a maximum near

t 1300°C , accounting for the maximum in growth rate. The maximum expected rate is in the 10-20 mm/day
range, which is more than adequate to produce the material needed for infrared focal planes.

, ‘//
I
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Figure 5. Growth Rate as a Function of the Substrate Temperature and a 50°C
Temperature DLfferenc e
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The experimentally determined growth rates are also shown in Figure 5. Some of the lower temperature
growths were done on Honeywell funding, but are shown here for completeness. In general the measured
values agree very well with theoretical values, indicating that reasonable values of the parameters were
used in the calculation . The errors assigned to the growth rates result from partial melt-back of the sub-
strate. Usually it was difficult to determine precisely how much melt-back occurred before the growth
started. As a result , we determined both the maximum and minimum rates, corresponding to either
complete melt-back or no melt-back of the substrate. The value shown in Figure 5 is then the average.
Some error also occurs in determining the length of time of the growth, since it requires some time for
steady state to be reached. The growths were typically about 10 days, so this is judged to be only a small
error.

The growth runs at 1250°C and 1300°C are believed to be only lower limits to the actual growth rates. In
both cases the source material did not feed into the solution properly during growth. There is a tendency
for the quartz ampul to collapse at these higher temperatures, trapping the source out of the indium. We
did not repeat these growth runs since the primary objective was to determine the solubility of indium in
silicon rather than to verify the growth rate curve.

3.1.4 Crystal Morphology

Eight crystals have been grown in this program with growth temperatures ranging from about 1000°C to
1300°C. The typical behavior of the crystals grown at these higher temperatures is illustrated in the
schematic cross section shown in Figure 6. The solution-grown material was single crysta l in the vicinity
of the orig inal substrate, indicating epitaxial growth had occurred. This single crystal portion formed a
“domed” region in the grown portion , with the height of this dome being in the range of 2-7 mm. The
remaining indium-doped material was polycrystalline , occasionally containing some inclusions. The
crystals ranged in lengt h from about 5 mm to about 1.7 cm.

A problem with growing from indium solution is in obtaining uniform wetting of the substrate and having
melt-back occur across the entire face of the substrate. This was particularly serious at growth tempera-
tures below about 1050°C. At these low temperatures , very poor wetting was observed , and consequently
very litt le single crystal material was obtained. At the higher temperatures this was m uch less of a prob-
lem and uniform wetting was generally observed across the entire substrate surface.
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3.2 CRYSTAL EVALUATION

3.2. 1 Hall Measurements

All the crystals grown under this program have been characterized by Hall effect measurements versus

I - temperature on at least one sample from each growth. An example of the types of curves obtained are
shown in Figures 7 and 8. The Hall curves have a slope of EIN/2 at the higher temperatures and slopes of

- I EB or E~ at the lower temperatures. The boron concentration was estimated from the knee in the Hall
curve , as illustrated in Figure 7.

The Hall curve shown in Figure 8 was measured on the crystal grown at 1300°C and corresponds to the
most heavily doped crystal grown in this program. The high temperature portion also shows an E~j2
slope, but the low temperature portion is characteristic of the indium:X defect at an activation energy of
0.1 eV. A detailed fit of the Hall coefficient versus temperature was not attempted during this phase of the
program.
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3.2.2 Indium Solubility

The total indium concentration of the crystals was determined from the 300K value of the Hall coefficient
and resistivity. These values are summarized in Table I for the various crystals, along with the growth
temperature of the crystals and the observed boron concentration. The procedure used to determine the
total indium concentration from the Hall measurements is explained in Section 3.2.3.

The solubility curve -of indium in silicon obtained from 300K Hall measurements is shown in Figure 9. As
expected, the solubility of indium increases with increasing growth temperature to a value of 1.6x10~/cm3
at a growth temperature of 1300°C. From the shape of the solubility curve it appears that we are very near
the maximum. The measured solubility agrees with the value predicted by Marsh.(3) We did not
attempt a higher temperature growth because of furnace limitations and also problems with the quartz at
these high temperatures.

3.2.3 Interpretation of Hall Measurements

A major problem in the electrical transport measurements of deep impurities in silicon is in determining
the total concentration of the impurities. Hall measurements provide a measure of the free carrier
concentration , but a specific model must be adopted before the total impurity concentration can be de-
termined. In this section , the model used to determine the indium concentrations from 300K Hall coeffi-
cient measurements will be presented. The results obtained using this model will be compared with
results obtained using curves published by Sclar(2) and Marsh et al(3) .

The free carrier concentration , p, is determined from the Hall coefficient, RH, from the expression

p =
~~~~ 

- 

-

where the scattering factor , r , was assumed to be unity . The carrier concentration is also determined from
t he charge neutrality condition.

p + N ~ = (7)

where: N D + is the concentration of ionized donors
N A is the concentration of ionized acceptors.

By assuming a low donor concentration and a hi gh concentration of indium relative to any other acceptor,
th is can be rewritten as

14
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Table I. Summary of Electrical Evaluations

1 
-, 

- Growth RH(300) R(300) ~z(300) [In] [B](Ha ll)
Crystal T(°C) cm 3/C il-cm cm2V-s cm 3 cm~

9 1005 281 1.28 220 6x10’6

- 11 946 620 2.17 285 1.8x10’6

1 12 1056 169 0.597 284 1.5x10’7 2x10’5

14 1056 198 0.74 275 1.14x10~

( 15 1008 317 1.03 302 5.2x10’6 lxlO ’4

17 1056 213 0.745 286 lxlO’7 5x10’4

18 1 100 122 0.435 257 2.8x10’7 1.5x10’5

19 1150 87.5 0.36 243 5.lxlO’7 l.0x10’~

20 1200 62.4 0.244 223 1.OxlO ’M 6.3x10’~

J 21 1250 35.3 0.179 198 — - 6.3x10’6

- 22 1300 45.5 0.238 191 1.6x10’8 —

23 125() 52.5 0.255 206 l. 4x lO lR —
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-

E. -Ei F1-I-g exp KT

where: Nm is the total In concentration
g is the ground state degeneracy
E~ is the In ionization energy
EF is the Fermi energy.

In this expression the effects of the indium-excited states have been ignored, and only the ground state is
considered.

The hole concentration can also be determined from the usual expression for non-degenerate bands,
N

EF (9)
1+ exp

where N~ is the effective density of states in the valence band.

Equations (8) and (9) can be used to determine the Fermi energy and subsequently the hole concentration
as a function of the total indium concentration.

The va lues of the various parameters used are th e following:

N~ 4.8296 x 10” (m~/m0 T)312

m~ = 0.81 at :300K (4)

= 0.155 eV

g = 4

‘rhe curve of 300K hole concentration as a function of the indium concentration is shown in Figure 10. At
th~ low concentrations of indium the impurities are nearl y totally ionized , but at high concentrations the
degree of ionization drops dramatically. At 10”~ In/cm 3, for example, only 10 percent of the centers will be
ionized at 300K .
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Recently, Sclar (2) published calculations of the expected degree of ionization of deep impurities in silicon
at 300K. The curve obtained from his work is also shown in Figure 10 as the dashed curve. The main fea-
ture to note is that his curve predicts a greater indium concentration in a crystal for any measured 300K
hole concentration. In other words, the curve published by Sciar overestimates the amount of indium in a
crystal. It appears that this discrepancy arises from the effective mass values he used. We have used the
more recent value of 0.81m0 for the 300K density of states effective mass.

Marsh et al(3)have also arrived at a means of determining the total indium concentration based on a
computer fit to Hall coefficient measurements. Their data appear to agree with the published curve of
Sclar over most of the range of indium concentrations. Their data agree with Sclar’s curve to within ± 10
percent at the high doping levels, so we see no basic difference in those two determinations.

In his paper , Sclar also computed the variation in 300K resistivity with total indium concentration. This
curve is reproduced in Figure 11, along with a similar curve proposed by Marsh et al. (3) Both curves
predict a different variation of resistivity with doping level , particularly at concentrations in the
1-2x10”/cm~ range, with the two curves crossing at indium concentrations of about 1.5x10181cm3 and
2x 10~ /cm 3. The circles shown in the figure are the values of resistivity and indium concentration obtained
from our measurements and listed in Table I. It is obvious that our values agree with Sdar’s curve better
than with Marsh’s.

There is a di screpancy in our calculations compared with Sclar’s which has not been resolved yet. The
degree of ionization which Sciar computes does not agree with our calculation , but yet the total indium
concentration obtained from the resistivity data does agree with our calculations. Clearly, the interpreta-
tion of ind ium concentration from electrical measurements is subject to the particular model invoked. In
determining the total indium concentration , we will use the curve shown in Figure 10. In order to remove
the discrepancy which exists in evaluating Si(In) crystals , a different method should be used. Since opti-
ca l absorption is the final desired result in these crystals , the peak absorption coefficient due to the
indium would be a usefu l criterion. This point is discussed in Section 3.3.1.

3.2 OPTICAL EVALUATION

One of the primary means of evaluating the solution-grown material and characterizing the shallower X
deiect.s in aluminum 2nd indium crystals has been by optical absorbance measurements. Optical absorp-
t ion has been measured on all of the crystals grown in this program , with the exception of crystal SGSi2I.
The boron concentration in this crystal was too high to make the optical measurements worthwhile.
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3.3.1 Absorption in Indium-Doped Silicon

The absorption spectrum of indium-doped silicon in the 400 cm-’ to 2000 cm ’ (25 sm to 5 Mm) region is
shown in Figure 12, as an illustration of the optical measurements. The principal indium lines are marked
as lines 1. 2 and 4, to be consistent with the numbering system used by Onton et al(5) for acceptors in sili-
con. The other sharp absorption line identified is due to oxygen. The broad absorption bands in the 400 to
1000-’ region are lattice absorptions, and the broad absorption starting at 1200 cm-’ is due to ionization of
the indium centers.

The region of interest for monitoring the indium:X defect is between 700 and 1000 cm-’, right where there
is appreciable lattice absorption. The spectrum with the lattice absorption bands subtracted away is
shown in Figure 13. Again , the principal absorption lines have been identified as in the previous figure. In
this case additional lines due to oxygen at 516 cm-’ and carbon at 606 cm-’ are clearly seen. The peak
absorption coefficient of about 5 cm-’ for this crystal is also indicated in Figure 13. The peak absorption
due to the indium occurs at an energy of about 2400 cm-’ and is used as a measure of the total indium
concentration in the crystal.

‘I’he absorption spectra of three crystals measured in this program in the 400 to 1300 cm ’ region are shown
in Figures 14 . 15 and 16. The spectrum in Figure 14 is from a Czochralski crystal with 2.8X 10” In/cm 3 and
the spectrum in Figure 15 is a solution-grown crystal with the same indium concentration (crystal
SGSi-l8) . The various lines are labelled in each case: oxygen , carbon , boron and the indium:X defect.
‘I’he major point to note is the much stronger absorption due to the indium:X defects in the Czochralski
crystal as compared with the solution-grown crystal , indicating a much higher concentration.

A number of other features should be pointed out before further discussion of the indium:X defect. In
part icular , note that the boron concentration can be monitored in the crystals. From the relative magn i-
tudes of t he 670 cm -’ boron line , the relative concentrations can be determined in the various crystals.
Absolute concentrations are estimated based on a previously measured integrated cross section of 4X 10 ’5
cm for this line. Boron also introduces additional structure in the spectrum in the 700 to 900 cm -’ region
which interferes with the indium:X lines , as seen in Figure 16.

The absorption spectrum of crystal SGSi-22 , doped with 1.6X10’~ In/cm~, is shown in Figure 16. The
background absorbance is much higher in this crystal compared with that of more lightly doped crystals,
indicating that  exciLed state banding is starting to occur. Note that we are using a sensitive scale on the
ordinate in Figure 16, so that this “smearing-out ” of the excited state absorption lines is still relatively
insignificant. The ind ium:X absorption lines are clearly seen in this crystal , along with the usual oxygen
and carbon lines. The exception is that no boron absorption was observed in this crystal , making the
concentrati o n less than 5X 10’ 1cm- .
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The peak absorption coefficient for the various solution-grown crystals is shown in Figure 17 as a function
of the growth temperature. Except for a normalizing factor (i.e., the optical cross-section), this is the
same solubility curve shown in Figure 9. In this case, however, there has been no interpretation required
in obtaining these values. The highest absorption coefficient we have obtained is 82 cm-’ in crystal
SGS1-22. This is a most significant result and it indicates that very high quantum efficiency detectors can
be made by using the solution-growth technique. As an example, if we make the photodetectors from a
standard 0.017-inch wafer we can get 97 percent absorption of the nonreflected radiation in a single pass
through the wafer.

‘I’he absorption cross section for the indium centers is listed in Table II for the various crystals grown in
this program. The average value turns out to be 5.30X10 ’7 cm 2. The previous measurement of the cross
section , 3.3x 10’~ cm 2 , was reported by Messenger and Blakemore. (7) In their interpretation they used a
degeneracy of 6 for the indium ground state, which would tend to overestimate the indium concentration
in their crystals. Using a degeneracy of 4 brings their cross section up in line with the value we observe.

Table II. Absorption Cross Section of Indium

Crysta l (cm ’) ~opt

S( Si- 12 ‘7.6 5.07x 10-’7

-15 3.01 5.54

1 -17 7.2 7.2 
-

15 5.35

-19 26 5.09

-20 42.5 4.25

-22 82 5.13

-23 67 4.78

Average °opt = 5.:30x 1O ’~ cm 2
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3.3.2 Spectroscopy of the Indium:X and Aluminum:X Defects

A summary of the infrared absorption measurements used to verify the existence of shallower acceptor
levels in both indium-doped and aluminum-doped silicon is included in Appendix B. This is a copy of a
paper written during this portion of the contract and accepted for publication in Applied Physics Letters.

3.3.3 lndium :X Concen tration

The concentration of the indium:X defects in the various crystals measured is shown in Figure 18. The
open circles are solution-grown crystals listed in Table I, and the triangles are Czochralski-grown crystals.
The cross-hatched region in the figure is the range of results reported by Baron et al(8) on both
Czochralski and float-zoned crystals.

The indium:X concentration in the solution-grown crystals is significantly lower than in comparably
doped melt-grown crystals. Baron et al quoted a ratio of 0.005 for indium:X to indium , whereas the
solution-grown crystals appear to he about a factor of 5 lower. There are not enough data to verify this
precise ly, but the general trend of a lower indium:X concentration is apparent in the solution-grown
crystals.

The concentration of indium:X detects was obtained from the absorption measurements by assuming an
i ntegrated cross section of 3.5X10 ’~ cm for line 2 and is listed in Table III.

Table III. Summa ry of Optical Evaluations

Iln(X)1 IBI apeak~ °i apeak ~ C( rvstal
___________ 

cm 1 cm ’ cm ’ cm~’
SGSi-12 2.8x10’~ 7.6 0.6

-15 1.6x 10l4 1.5 0.01

-17 6.3x10’4 7.2 0.475

-18 2 .2x 10” 6.3X 10’4 15 1.28

-19 2.7X1011 5.5Xl0’~ 26 1.82

-20 5Xl 0 ’4 1.5x10~ 42.5 1.8

-22 2 .OX lO ’ <5x10” 82 3.1

-23 2.0x10’~ 4X 10’4 67 3.3
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The fact that the results for Czochralski crystals agrees with the values reported by Baron et al was used
as the validation of the accuracy of our technique. Regardless, the precision in determining the concentra-
tion is very good. Therefore, a direct comparison of the indiu m:X concentrations can be made between
the Czochralski- and solution-grown crystals based on the optical measurements themselves. These also
show a reduction factor of 5 in the indium:X concentration in solution-grown material.

3.3.4 Other Impurities

The other impurities which we could routinely measure with the optical measurements were boron,
oxygen, and carbon as listed in Table III. In the case of boron , the concentration was determined from the
integrated absorption intensity of the 668 cm~’ cm line and assuming an integrated cross-section of
6X 10-n cm. For the oxygen and carbon the results are left in terms of the peak absorption coefficient at
8K since we did not have a good calibration at low temperatures.

There is good correlation between the boron concentrations determined from the Hall data listed in
Table I and from the optical measurements.

The oxygen and carbon concentrations appear to be increasing uniformly as the growth temperature is
increased , indicating solubi lity limited values. The oxygen absorption intensity as a function of growth
temperature is shown in Figure 19, and appears to be the solubility curve for oxygen in silicon. The
absorption coefficient fo r a number of Czochralski crystals is also shown. It has been recognized that this
va lue depends on the thermal history of the Czochralski crystals (9)) accou nting for the range in values.
The float-zoned crystal we measured was supplied by Dr. P. LoVecchio of the Night Vision and Electro-
Optics Laboratory .

3.-I DEEP LEVEL TRANSIENT SPECTROSCOPY

Deep level transient spectroscopy (DLTS) is an important technique used in studying traps in semi-
conductors .(10’11) The DLTS technique has excellent sensitivity with defect concentrations- as low as
l01 1_ 10” defects/cm-’ being observed.( 12,13) Besides being used to measure trap concentrations, the
technique can be used to determine trap parameters such as:

• Energy level
• Captu re cross section
• Emission rate
• Optical cross section
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For indium-doped silicon these are the parameters needed to mathematically model the material as a
photodetector. The energy levels and concentrations can be measured with optical absorption , photo-
conductivity, or Hall techniques, but the trapping cross sections and emission rates have not been well
established.

Indium-doped silicon also has the shallower X defect level at 0.113 eV at concentrations approximately
0.005 times the indium concentration. (8) Even at these low concentrations this center affects the trapping
and emission of free carriers and lowers the temperatures at which indium-doped silicon photodetectors
can operate. This X defect is not easily detected in Hall or photoconductivity data . The infrared absorp-
tion data described in this report is the best characterization of this defect obtained to date.

The deep level transient spectroscopy (DLTS) effort for this contract has two main goals. The first is to
identify the indium spectra in the DLTS data and to measure the trapping parameters for this dopant.
The second goal is to see whether the DLTS technique can be used to monitor the X level and to charac-
terize thi s defect ’s trapp ing para meters.

In the following sections a description of the DLTS technique is given , current data is presented and
discussed, and the directions of future efforts are indicated.

3.4.1 Theory

During the measurements , the junction being investigated is maintained at some preset reverse bias
except for short pulses of lower reverse bias or forward bias. The sequence of these voltage pulses and the
measured capacitance transients are shown in Figure 20 along with a band diagram showing trapping in a
p+ .~ diode with donor traps. Indium in silicon would be similar except that acceptor trapping on the p
side of the junction would be occurring. In reverse bias a region with no free carriers is set up, called the
depleti on reg ion. The defects in this region are ionized in equilibrium , leaving a net positive charge on the
n side an d a negative charge on the p side producing a capacitance

= J~~~ r (N donors N acceptor) (10)

where e is th ~ electronic charge. is the permittivity, V is the app lied plus the built-in diode voltage, and
th ’.~ N s  are the dopant (( Jn ce n t ra t i (~ns on the lightly doped side of the juncti on.U4)

With reference to Fi gu re 20, when the shorter reverse bias pulse is applied , t he deplet ion region contracts
fro m its steady state value. Free carriers move into the previously depleted region and some of these are
t rapped. After the pulse, the carriers trapped on the very shallow centers are emitted immediate ly and
those on the deeper traps are emitted more slowly. This produces an exponential change in the capaci-
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tance with a different decay time and amplitude for each trap. The DLTS apparatus decomposes the total
capacitance transient into separate peaks for each trap. The magnitude of a peak is related to that trap ’s
concentration by

NT = 2(N D - NA) (11)

where NT is the trap concentration , (N D — NA) is the net impurity charge per unit volume on one side of
the ju nction , ~ C is the capacitance change due to one component of the transient , C0 is the steady state
capacitance , ~ w is the depletion width change during the pulse, and w0 is the steady state depletion
width.

The emission of the trapped charge is a thermally activated process. The DLTS systems measures r

emission for each trap as a function of temperature. The trap energy can be found for hole traps by fitting
the formu la

AE T / KT

~ / 2K~ m ‘\ (12)

~ TT~h3g )
where ‘I’ is the temperature , r is the emission time constant , .XET is the trap energy , and a is the captu re
cross section.

II~ many pu lsed capacitance techniques the capture cross section is also obtained from this formula.
Part l~ bcuaw.e of elect ric field effects in the depletion region and partly because a can vary with tempera-
tu r e , the  capture cross sections calculated fro m Equation ( 12) have often been one to two orders of magni-
fud e  high.~9’ 10)

A more accurate way of measuring a is to vary the filling pulse width. If the pulse is very short the free
carriers are moved into the depletion region and out again before many traps can fill. As the pulse is held
on for longer and longer times , more and more of the traps fill until saturation is reached. This shows up in
the amplitude of the peak height seen in the DLTS data. The time constant for saturation (r filling) is
re~ate d to the capture cross section by

= a<v>n  (13)
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where is the trap filling time constant, a is the capture cross section, <v> is the average free carrier
velocity (<v> = 8 KT/irm*), and n is the free carrier concentration. The value of i_f. is taken from the
filling time at which the peak amplitude equals —P0.63 saturation value. The value of <v> is calculated
and n is measured as a function of temperature by Hall techniques. The capture cross section determined
from Equation (13) depends on a minimum of parameters and is measured from trapping in the neutral
crystal. The accuracy of this technique is much better than evaluating a using Equation (12).

3.4.2 DLTS Spectrum

A DLTS spectrum for indium-doped silicon is shown in Figure 21. The DLTS spectrometer was set to
respon d to a certain emission rate. The emission rate for each trap varies with temperature. A shallow
trap shows up as a peak at low temperatures while a deeper trap needs to be heated to a higher tempera-
ture to emit at the set DLTS rate. The amplitude of the peak is related to the trap concentration. The
temperature at which a peak occurs is related to the trap energy and capture cross section through Equa-

inn ( 12 ) . The direction of the peak (up or down) depends on whether the trap is a hole trap or an electron
t ra p .  All of the peaks shown in Figure 21 are due to hole traps.

In 
SI LIC ON : 4X1,

l: I,tm3

— 91111 In /cm

0 100 200 300 411

TE MPE1A TUR E (°k ) -
~

Figure 2 1 .  The DLT S Spectra Obtained for Indium -doped Silicon
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The concentrations of the traps shown are:

In -
~~ 3x10’5 traps/cm3

H2 -
~~ 3X 10’4 traps/cm ’

H , -
~~ lx 10’~ traps/cm 3

The emission rate for holes trapped on indium in silicon is given in Figure 22 as a function of temperature.
Figure 23 plots this data to fit Equation (12). The slope of each line gives the net thermal activation
energy for each trap. If the capture cross section is a function of temperature , which it often is, it should
be expressed in the form a = a0 exp (.~Ea/KT). The net thermal activation energy given by the slope of

j the data in Figure 23 is then

.XE slope = ~ ET — ~ Ea (14)

The net therma l activation energy for each peak is

Peak ~Eslope (eV)

B 0.052

In 0.12

H , 0.32

H 2 0.45

It was mentioned in the last section that capture cross sections are often calculated using Equation (12)
but that  the values obtained are often one to two orders of magnitude high. This is because the data is
taken from emission in the deplet ion reg ion , which is a nonequilibrium process in a region in which there
are large. field s . With this warning, the a calculated fro m Equation (12) is

a = 10~ CIfl~ e0.04e~T/KT (15)

or a I0~ ’ cm ! at 80K. Again these numbers are expected to be hi gh.

Because of the inaccuracy possible in the previous method it is of great interest to measure a using the
variable filling pulse method available in the DL’rs technique. The data from this measurement is taken
from the neutra l material obtained when the depletion width is decreased and involves a more direct
measurement of the capture cross section.
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Figure 22. Emission Rate for Holes Trapped on Indium as a Function of
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The data for three different temperatures are shown in Figure 24, There is some scatter to this data , but
the time constant for filling the traps is approximately constant for the temp eratures shown and equal to
‘— 1.5X10 8 sec. The capture cross sections calculated from Equation (13) are:

a = 1.7 X 10~~ cm 2 at 85K
2.9 X 10 ’s cm 2 at 75K
6.1 X 10 12 cm2 at 68K

This data is lower than that calculated from Equation (12), as was expected. More important , this data
shows a slight temperature dependence which can be fit to the form

a = a0 exp (~ E~/KT) where .~Ea ~ 0.04 eV

3.4.3 Identification of the Indium Peak

The peak labelled In in Figure 23 is the only major peak which has appeared in all of the indium-doped
samples prepared. Its effective activation energy has always shown up to be 0.115 to 0.120 eV, which was
unexpectedly low compared with the value of 0.155 eV obtained by optical absorption , photoconductivity,
and Hall measurements for In. The concentration estimated from the DLTS data of —3X 10° traps/cm3

compares well with the estimated indium concentration of lx 10° In/cm ’ obtained from optical absorp-
tion and from the dop ing level added to the growth melt.

The concentration of this trap is also much too large to be the lnX level , even though the effective thermal
activation energy is closer to 0.1128 eV measured for this defect.

It is the temperature dependence of the capture cross section that resolves the energy picture. From
Equation I - I ) .  given the measured total activation energy of ~ E5 = 0.12 eV, and the capture cross sec-
tion activation energy (I f 0.04 eV , the trap energy is found to be 0.16 eV, which fits the indium level.

3.4.-t The H 1 and H2 Peaks

- The peak iiear room temperature in Figure 23 labelled H 2 has an effective activation energy of —0 .45 eV
afl4 a concentrat ion (II 3X 10u traps/cm-’ in the sample measured. This is the energy of the boron-
vacancy comp lex. ‘l’he crystal has a boron e-oncentration of 5X10’1’ B/cm I and is unannealed so that-
strains near the pn j unction act to produce vacancies.

‘I’he peak labeled H , is a hole trap at 0.32 eV above the valence band with a concentration of about IxlO ’4
traps/cm~. In order to firmly determine models for these centers a much more extensive program involving
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the doping dependence, annealing rate, and comparisons with optica l and spin resonance data would
have to be made.

3.4.5 X Level

A second low temperature peak with an activation energy of 0.11 eV was seen in one sample prepared with
very high indium and boron concentrations (_.1016 In/cm~ and > l0’~ B/cm3). This has not shown up in any
other sample, so we are not at all sure we have seen the X level . This level should give a DLTS peak near
the indium peak , but its exact position depends on the capture cross section. The peak observed was at
slightly lower temperature than the indium peak, implying a very large capture cross section. The concen-
tration of the X levels at —0.005 times the indium concentration(7) means that the In peak may swamp
the X peak in the spectral data. A double pulse technique which will largely cancel out the indium peak is
being considered. -

3.5 ORIGIN OF THE INDIUM:X DEFECT

A major concern throughout this contract is the iden tification of the indium:X defect. At the present time
we have not been able to determine the origin of this shallow center. The work of Baron et al(8) suggests
that this defect is not related to oxygen since it was observed in vacuum float-zoned crystals. In our
crysta ls the indium concentration , the indium:X concentration and the oxygen concentration are all in-
creasing wit h growth temperature , so oxygen cannot be ruled out on the basis of our work. In addition , the
concentration carbon is increasing with growth temperature , so it also cannot be ruled out in our
ex pen m cuts.

Models for the indium:X defect include the following: indium as a single interstitial, indium in substi-
tutional-interstitial pairs , indium next to another substitutional atom, and indium-vacancy complexes.
These are grouped in Table IV along with the symmetries and the stress axis, giving the largest shift to the
defect energy. In some of these defects, one particular type may have a number of different configura-
tio ns. As an example , consider the interstitial impurity . It is known that boron interstitials bond into the
silicon structure between two substitutional silicons in approximately [1111 bond centered site. Oxygen
common ly occupies a bond centered interstitial site and carbon can have this configuration , but usually
onl y after irradiation. A split ( 100! substitutional configuration where two atoms sit off one substitutional
site in the I too l direction is close to this in energy and should also be considered . Aluminum interstitials
in a tetradedral void site have been observed. These are known to act as double donors (i.e., Al°, Al+ , and
Al+ + are expected depending on the Fermi energy). Carbon , boron, and indium all sit preferentially on
substitutional sites, but given the low concentration of X defects , the other sites may have to be con-
sidered. The single vacancy is not stable at room temperature but complexes with another vacancy,
possibly carbon , boron , or aluminum , have been seen , mostly after irradiation. These vacancy complexes
usually anneal between 1000 to 300°C, so are not observed in silicon crystals without irradiation .
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Table IV. Summary of Some Possible X Defect.

Stress-
Defect Class Description Symmetry Energy Axis

I. In~ Interstitial In
Tetrahedral Td Symmetric
Bond centered D3d Off 111
Split 100 D2d 100

11. tn~-A~ Substitutional Neighbors C3v 111
A = In , C , or B

III. 1n 5-Ai Substitutional .
or 1n1-A 5 interstitial pair .

Interst itia l in
tetrahedral site C3v i ll
(A Al or In) Of f l i l

Bond centered or split
100 site
( A = C , B, orO) C2v 100

IV . ln .~ + Vac. Indium substitutional C3v
next to one or two
vacanc ies

In 5 + l)i - vacancy ? Off l i i  or 110
(both possible)

[)uning the next phase of the contract we will determine if the X defect can be observed in silicon doped
with gall ium or boron . This will give us some indication if the X defect is a problem with all the Group
li lA act eptors. In addition , piezospectroscopic measurements will be made on aluminum-doped silicon to
deter mine the point svlnn)etry at the acceptor. This should also help in narrowing down the number of
possib le comp lexes which could be responsible f~r the X defects. Experiments will also be done to vary the
vacancy concentration in the crystals to determine if this has any influence on the concentration of X
defects.

il l
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SECTION 4
ACCOMPLISHMENTS AND CONCLUSIONS

During this phase of the contract , significant information has been obtained concerning the growth and
properties of indium-doped silicon. The major conclusion we have reached is that the gradient-transport
solution growth is a feasible approach for growing more heavily doped crystals with a lower indium:X
concentration than obtained in melt-grown crystals. The following is a list of the specific accomplish-
ments of our research.

• I)emonstrated the feasibility of growing Si(In) by the gradient-transport solution growth technique

• Determined the solubility limits of In in Si over the 950 to 1300°C temperature range

• I)etermined the maximum solubility of indium to be 1.6x10’8/c m ’

• Determined the maximum optical absorption coefficient in Si(In) to be 82 cm ’. (Note: This value is
nut subject to an interpretive model , as is the doping level.)

• (Thserved five effective-mass-like excited states associated with the shallower indium:X defect at
112.8 meV

• Observed four effective-mass-like excited states associated with the shallower aluminum:X defect
at !~(i . 1 me\’

• l)etermined the solubility limits of O~ in Si over the 1000 to 1300°C temperature range

•~, ()bserved the indium levels in DLTS spectra.
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APPENDIX A
Si-In LIQUIDUS

An accurate knowledge of the Si-In liquidus is required in order to calculate the growth rate of silicon from
solution . Thurmond and }Cowalchik( 16) have shown that the liquidus of many Si-metal systems, such as
Si-In , are given by the expression

T = ~H 1~ + a (i-xi) 2

- ~~ - Rtn x~ + b(1-x 1)2

where

T is the absolute temperature

xi is the atom fraction of Si in solution

~H 1f is the latent heat of fusion of Si = 12.1 kcal/mole

~5~f = ~~h if 
= 7.19 kcal/mole°K

T 1

T1~ is the fusion temperature of Si = 1683K

H is the gas constant

a is a fitting parameter = 11.45 kcal/mole

b is a fitting parameter = 3.37 cal/mole

The ‘calculated li quidus is shown in Figure Al along with the measured values of Thurmond and
Kowalchik. The error bars on their data correspond to the range in the Si atom fraction in solution which
they measured at each temperature . The calculated curve fits their data very well , but no data is avail-
able closer to the Si melting point.
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APPENDIX B

INFRARED SPECTRA OF NEW ACCEPTOR LEVELS
IN INDIUM - OR ALUMINUM-DOPED SILICON*

Walter Scott

Honeywell Corporate Material Sciences Center
10701 Lyndale Ave. S0., Bloomington, MN 55420

ABSTRACT

Infrared absorption measurements have verified the existence of shallower acceptor levels associated with
both indium and aluminum in silicon. The new spectra correspond to effective-mass-like acceptors with
optical ionization energ ies of 112.8 ± 0.3 meV indium-doped silicon and 56.3 ± 0.3 meV in aluminum-
doped silicon. The existence of the shallower acceptor level in aluminum-doped silicon has been further
verified by Hall coefficient measurements.

Work supported in part by the Defense Advanced Research Projects Agency and the U.S. Army Night
Vision and Electro-Optics Laboratory .
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Electrical transport measurements in indium-doped silicon recently reported by Baron et al(17) indicate
the presence of a shallower defect associated with the indium. The clearest indication of this defect came
from low temperature Hall coefficient measurements. In some samples, freeze-out occurred with an
activation energy of 111 ± 2 meV, but in other samples freeze-out occurred with an activation energy of
153 meV. The variation in the low temperature behavior was attributed to the presence of a shallower
level at ill meV in addition to the normal substitutional indium center at 153 meV. By changing the
degree of compensation in the crystal , one can observe either the shallow level or the normal indium level
at low temperatures. Baron et al were able to determine the concentration of this shallower defect by a
detailed fit of the Hall effect data , and they concluded that this defect was present at a concentration of
0.5 percent of the indium concentration. They did not identify the nature of the defect involved , but sug-
gested a complex of indium , such as pairs.

A similar discrepancy in the activation energy of aluminum-doped silicon exists in the literature, but has
been ignored. The thermal activation energy of aluminum acceptors has for many years been quoted as
57 meV( 18) but the optical ionization energy has consistently been measured as 68.5 meV. (5) Recentl y
the thermal activation energy has been reported to be 67 ± 3 meV,(19) more in agreement with optical
measurements. The various activation energies observed in aluminum-doped silicon can be accounted for
by assuming more than one defect level influencing the electrical tansport measurements.

In this letter the results of optical absorption measurements are presented which clearly demonstrate the
presence of additional shallowet defects in both indium-doped and aluminum-doped silicon. These
defects have an optical ionization energy of 112.8 ± 0.3 meV in indium-doped silicon and 56.3 ± 0.3 meV
in aluminum-doped silicon. Hall coefficient measurements have also confirmed the existence of two levels
in aluminum-doped silicon.

Samples were taken from Czochralski-grown crystals purchased from General Diode Corp(20) and also
from crystals grown in our laboratories. The samples were- lapped and polished with about a one-half
degree taper to eliminate fringing and were cooled to 8K for transmittance measurements. The transmi-
ttance was measured using a Digilab F1’S-14 Fourier transform spectrometer at a resolution of 2 cm~
and converted to absorption coefficient in the usual way.(2l) The samples were cooled to about 8K for
measurement.

The absorption spectrum in the 780 to 920 cm ’ spectral range of an indium-doped crystal with 4x10’7
In/c m is shown in Figure Hl.  Five absorption lines are indicated by the dashes in the figure at energies of
799 cm - ’ , 831 cm ’, 863 cm -’ , 873 cm-’ and 891 cm~~. The line at 863 cm ’ consist of a shoulder on the low
energy side of the 873 cm~ line , but is sufficiently separated to be distinguishable.
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In this region have been subtracted from the spectrum to show the
lines.
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The silicon lattice absorption lines normally observed in this spectral region(22) have been subtracted
from the absorption spectrum in order to display the defect lines. The reference sample was a hi gh purity
vacuum float-zoned crystal without impurity absorption lines in this region. The absorption spectrum of
the reference was also measured at 8K to give complete subtraction of the lattice lines. Because of the
smal l absorption coefficients of these defect lines , this subtraction procedure was essential to distinguish
these five lines. The peak absorption coefficient in the shallower indium defect was only 0.5 cm ’, while
the lattice absorption coefficient varied from about 5 to 7 cm-’ in this reg ion. The noise level in the
spectrum was less than 0.01 cm -’ an d accounts for the sma ll er stru ctu re in the spectrum near 900 cm -’ ,
and aI~o nea r 800 cm ’ .

The absorption spectrum in the 320 to 440 cm -’ region of an aluminum-doped crystal with 8x10’6 Al/cm 3 is
shown in Figure 82. F’our absorption lines are clearly observed in this spectral region , corresponding to the
absorption by a defect shallower than aluminum , at energies of 338 cm -’ , 372 cm ’, 404 cm ’ and 414 cm -’ .
The lines at 372 and 414 cm -’ had previously been observed by Onton et al(5) , but the origin of these
lines was not identified at that time. Onton et al also observed two additional broad absorption lines at
energies of about 395 cm -’ and 488 cm ’ in the spectrum of aluminum-doped silicon which we have not
observed. The strong absorption a~ about 440 cm -’ in Figure B2 corresponds to excitation of the deeper
su bstitutional aluminum acceptor.

A comparison of the spectra of these new defects with the spectra of other shallow acceptors — boron ,
a l u m i n u m , and indi um — is shown in Figure B3. The spectra are shown schematically to illustrate the
relative spacing and intensities of the lines. The lines are numbered according to the scheme used by
() n to n  et al~5~ f i r  the Group lilA acceptors. The strongest line , l ine 2, of t he dif ferent impurit ies has
I~evn hr ought lot ’ ‘~oincidence in the figure. Generally, boron is assumed to be the most effective-mass-
like of the acceptors. so the spacing of the levels in boron ~s used as the reference. There is some species
dependent in t he level spacings , but the shallower aluminum and indium defects , indicated as alumi-
nurn: X and indiurn: X for convenience , do not show any marked deviations from the effective-mass-like
behavior. The optical ionization limit for the new defectr determined from Figure 83 are 56.3 ± 0.3 meV
for aluminu !n :X and 112.8 ± 0.3 meV for indium :X.

‘I’he 112 . 8 meV observed for the shallower indium defect agrees with the value of il l  ± 2 meV determined
by Baron et al ,( 17) indicating that it is the same defect they observed. Also , the 56.3 meV observed for the
sha llower a luminum defect agrees with the thermal activation energy often measured for aluminum ,
indicating t hat this shallower defect can dominate the electrical transport measurements under certain
cir cumstan ce~.
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boron , aluminum , and Ind ium compared with the new defects ,
designated a~ aluminum:X and ind ium:X

50

- ~~-~~~~~~~~~~~~~~~~~~ --~~- 
- —~~~~~~- - ~~~~~~~~~~~~~ - -- - ~~~~~~~~~~~



The existence of the new defect in aluminum-doped silicon was further verified by Hall effect measure-
ments. Two different thermal activation energies corresponding to the 56.3 meV and 68 meV levels can be
obtained in aluminum-doped crystals by adjusting the degree of compensation. To do the measurements
on one Hall sample, the concentration of thermal donors was varied in order to vary the compensation
level in the crystal .

Figure B4 shows the Hall coefficient as a function of reciprocal temperature for an aluminum-doped
crystal after two different heat treatments. Initially, the crystal was heated at 410°C for 3 hours, resulting
in a measured activation energy of 66 ± 1 meV. Subsequent heating at 750°C for 45 minutes reduced the
measured activation energy to 56 ± 1 meV. The two activation energies obtained here correspond to the
values for the aluminum thermal ionization energies previously reported by various authors,(5,18) and
are simply explained in terms of two different acceptor levels. -

It is well known(23) that a low temperature (about 400°C) heat treatment of Czochralski-grown silicon
increases the number of donor centers in a crystal by generation of thermal donors. These donors com-
pensate t he acceptors, starting with the shallowest ones first. The three-hour anneal was sufficient to
completely compensate the shallower aluminum:X defect , but not all of the deeper aluminum centers.
The low temperature electrical properties are then determined by the deeper acceptor, giving an activa-
tion energy of 66 ± 1 meV. The activation energy is slightly lower than the optical ionization energy of
68.5 meV , but agrees with the value reported by Sclar. ( 19)

The high temperature (750°C) heat treatment removes the thermal donors so that the aluminum:X levels
are no longer all compensated. The electrical transport properties at low temperatures are then domi-
nated by this shallower defect at 56.3 rneV , as found in Figure B4.

The Hall effect measurements were made using a standard high impedance dc Hall effect system(24) and
a conventional bridge configuration for the sample. A detailed fit of the Hall effect data to accurately
determine the compensation level was not done for these samples. in each case only the defect activation
energy was obtained from the Hall measurements.

The concentration of the aluminum:X defect relative to the aluminum concentration was estimated from
the relative absorption intensities of the aluminum and aluminum:X lines. The defect is present at a
coflcentration of about 0.4 percent of the aluminum concentration , which is about the same as the ratio
found in the indium-doped material.
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No indication of the nature of these defects is available at this time. Onton et al(5) reported that these
extra absorption lines were not present in float-zone grown material, so they suggested that they were due
to an oxygen related defect. The aluminum concentration was also very low in the float-zone grown crystal
used by Onton et al , so the extra lines would have been very difficult to detect. Baron et aI(17) observed
the indium-related defect in vacuum float-zoned crystals basically ruling out oxygen as the cause of the
shallower defects. It is believed that these shallower defects observed in both indium- and aluminum-
doped silicon have a common origin and that this type of defect associated with substitutional acceptors
may be a common occurrence for all the Group lilA impurities in silicon .

The author would like to thank J.E. Sjerven and R.J. Hager for assistance in the crystal growth and the
electrical and optical measurements.
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